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NAME OF SAMPLE: GLAZED PORCELAIN TILE

& ¥ B A L FRFEM B RAH
APPLICANT: FOSHAN CENTRA BUILDING MATERIAL CO.,
LTD
¥ H #:
DATE OF TEST: 11/09/2020 — 17/09/2020 (dd/mm/yy)
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FERBAR LA 2R coem<60em
Name of sample GLAZED PORCELAIN TILE Nominal size
RERE gl THERN _
Nature of the surface Glazed (GL) Work size
2N Ham B, E& AR
R P1 . ﬁé:mﬁﬁ The samples are sound, intact and
Class Description of Samples fit for test.
RE RS F% _
Tile type Porcelain tile Grade
0 4= =]
B fmpRid FOG60MO00S #.nnﬁﬁ 15‘)'-'1‘
Mark of samples Quantity of samples 15 Pieces
Bl X B TR 78 S
LEFRREEAR AKX 4 E 095
IN NO.9, BUILDING A4, FOSHAN
g3 2 A Bl SR ARAR ZHE A HuHE INTERNATIONAL CERAMIC &
. FOSHAN CENTRA BUILDING - ; .  r
Applicant Address of applicant SANITARY CITY, WEST JIHUA
MATERIAL CO., LTD ROAD, NANZHUANG TOWN,
CHANCHENG DISTRICT,
FOSHAN CITY, CHINA
LR Egﬁ. 86-13824545887 éﬂ’;%ﬁ[fféﬁ —
Telephone of applicant Fax of Applicant
eI FFCHAL R B S—
Source of Samples Samples selected by applicant Received on
ﬁ%m% 1.ANSI A 137.1-2019 American National Standard Specifications for Ceramic Tile
) LSRN TR H R RS ANSIA 137.1-2019 FRERFE.
mIER The results conform to the requirement of standard ANSI A 137.1-2019 with respect to the test items.

Conclusion of Test

2. HERRBERAMRES 4 |

The test results of whiteness see Page 4.

LA R A
Stamp of Test Unit

Hubk: [THRE S TR X B — R
A (B SRZEZS 0+ /B
Address : 2/F, Building 18, Lanshi
International Metal Exchange Center,
RO BAIBL R Kuiqiyi Road, Chancheng District,
Address of Test Foshan, Guangdong, China (528000)
Unit HIE (Tel): 86-757-83960558
86-757-83827991
R (Fax): 86-757-83827971
HE# (E-mail): fsigtc@163.com
PIHE Curl): http://www.fsiqtc.com/

H#: 18/0¢
Date:
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Notes

1. BIER A REREER AR ST AR R B TP & AR AR RS AR 5%

All inspections are carried out conscientiously to the best of our knowledge and ability.

This report does not in any respect absolve the other related parties from his contractual and legal obligations.

2. REXALBFREHY, AEBLEHERE:

This report shall not be reproduced, except in full, without the prior written approval from the issuing laboratory.
~ ARENRFERFRALER.

The results in this report apply to the samples only.

4. FREFROFERERAREELBTHEN, &tgﬁiﬂﬂﬁiﬁiﬁ%ﬁ

The product information are declared by applicant, and laboratory is not responsible for the authenticity.
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Photo of Samples
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ANSI A 137.1-2019 American National Standard Specifications for Ceramic Tile
%K fE8E L2 SRS R BESER Hse
Clause Properties Test Method Requirements Results Verdicts
: IEAENE R
6.2.2.1.10 iﬁifnt U:Lf fﬁcﬁoﬁ;%ﬁet DCOF ANSI G 0.37 —
e ) A326.3-2017 As Reported '
Value
L& ASTM i
23 <0.50% .03%~0.05% P
6241 Water Absorption C373-18 =050 0.00% 1057
FifE=1.22 4 54 5
6.2.3.3 TR BREE /KN ASTM Average>1.22 )
o Breaking Strength, in kN C648-04 BANME>1.11
" 2.49~2.64 P
Individual>1.11
6.2.3.5 ?}E}Tffasion Resistance ASTM W RRaR IV &% —
e . C1027-19 As Reported Class IV
(PEI testing)
6.2.3.9 ﬂﬁiﬁ%&ﬁi
Stain Resistance
A LHH ASTM RERRGER FAER —
Contrasting Grout C1378-04 As Reported Not affected
T 2 S K ASTM s IeLE R T _
Carbon Lamp Black C1378-04 As Reported Not affected
BiksK (BE) ASTM &R R A -
Waterproof ink Black C1378-04 As Reported Not affected
7R ASTM g NE rESE S FAA -
Washable Ink C1378-04 As Reported Not affected
R AL 1% ASTM &I R p o L 4 o
Potassium Permanganate Solution, 1% C1378-04 As Reported Not affected
FREEZ WL 1% ASTM I SSREVESE S T o
Methylene Blue Solution, 1% C1378-04 As Reported Not affected
it 15 A T WERRER A %R _
Stain Resistance Class T As Reported Class A %
_//- \
115 158 1H Possible test case verdicts A=)
1. Pass) : &% Test item does meet the requirement. |
2.F(ail) : & Test item does not meet the requirement. .\kq J ;‘Z‘;: Ir;
3. —: RHEATHFE Verdict was not carried out. ;;, § /
4. N/A : FIEF] Test case does not apply to the test item. ‘ (\\Ea J
>
GB/T 5950-2008 (ZFAH RIS A& BE 7= & H & 77 i)
i3 KR KEER
Properties Method Results
*HE <
%)
Whitenpss GB/T 5950-2008 70

i =k I H A CNCA 1 CNAS IAATFGHEIA The properties with * are not accredited by CNCA and CNAS.

$EF FEE

3R-& 45 & End of Test Report
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