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Name of sample PORCELAIN TILE Nominal size (N)
RERE A RR THERY
Nature of the surface Glazed (GL) Work size (Sw) g L
R A& -
Group Bla Application BT P 5h B
FRric Al FRN FamE 303
Mark of samples BRAND: SARENIA Quantity of samples 30 Pieces
RSN A R CLtd b
FHEHAHr QINGDAO ORIENTAL S TR L R00M83308 émnﬁtgs
Applicant BRIG(I:-I(’)I‘ {ITQ;;D]]‘IG Address of applicant NO.S SHANi)ONG RO AD,,
¥ | SHINAN DISTRICT, QINGDAO
ZHLRAL EEﬁ 86-13615329235 %ﬁﬁﬁﬁ =
Telephone of applicant Fax of applicant
FERRR SR E R, EREEH e
Source of Samples Samples selected by applicant Received on
Tefg%ﬂfﬁr . GB/T 41002015 (PRERs) MR G TEMRER (E<05% BIa )
e FRESHN FIRRITHMRBEEFE GB/T 41002015 HREFHRE G FIHE.
Results of Test The results conform to the requirement of Annex G of standard GB/T 4100-2015 with
respect to the test items.
bt SREGLTARR BT BN
£ (B &R L+ /\BEk
Address : 2/F, Building 18, Lanshi
International Metal Exchange Center,
ﬁ&-ﬁ&iﬁ ﬁﬁiﬁﬁoﬁzti Kuiqiyi Road, Chancheng District,
Stamp of Test Unit . Foshan, Guangdong, China (528000)
Unit
HE (Tel): 86-757-83960558
86-757-83827991
f8H (Fax): 86-757-83827971
e BE4S (E-mail): fsiqtc@163.com
1. REICEFAFTARSCH BRR®, FRESERARETRRE REIREERNERITARERREN XS
All inspections are carried out conscientiously to the best of our knowledge and ability.
This report does not in any respect absolve the other related parties from his contractual and legal obligations.
P 2. REALREREFR, FEBIEMERSE;
Notes This report shall not be reproduced, except in full, without the prior written approval from the issuing laboratory.
3. ARENRFEHFBNESR.
The results in this report apply to the samples only.
4. ZREFTROHREBABRERMBITEY, LREFAFLALE.
The product informanon are declared by applicant, and laboratory is not responsible for the authenticity.

L
Tested by ‘W(D W

o
Approved by -

%ﬁ\l\

Inspected by

FSIQTC-T 2(1)/A




i E X &

COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN CUSTOMS

oA

=3

" AR 7

o

TEST REPORT
BMEHS: 25202104750 F¥s5H B3R
Report No: Page 3 of 5
GB/T 4100-2015 (M&ERE) xR G TEMER (E<0.5%BIla)
%X 13- BB =R R FE Hse
Clause Properties Test Method Requirements Results Verdicts
RYAREHRE
Dimensions and surface quality
KE
fatﬁ: Length +£0.6% -0.03%~-0.02% P
al FRENPHRHHAN T T/ERSTH R GB/T B
FRE 3810.2-2016 E
The deviation,of the average size for each +2.0mm -0.3mm~-0.2mm P
tile (2 sides) from the work size
BE
Width +0.6% -0.01%~+0.02% P
FRENPYRTHEN T ITERST® R GB/T Nelson
WRE 3810.2-2016 =
The deviation,of the average size for each +£2.0mm -0.1mm~+0.1mm P
tile (2 sides) from the work size
-8;
Thickness +5% -1.0%~1+0.1% P
B EENFHEMANF TERSTH GB/T gt
BARARTIRE 3810.2-2016 3
The deviation of the average thickness of +0.5mm -0.1lmm~0 P
each tile from the work size thickness
WEE: #AxFIERTHREXR T FE
Straightness of sides
The maximum deviation from straightness related to the corresponding work sizes
o, L o,
K GB/T +0.5% 0.01%~0 P
Length 38102-2016 | Ne190mm
< ; +1.5mm -0.1mm~0 p
¢ GB/T +0.5% +0.01%~+0.02% P
Width 381022016 | "=150mm
! . +1.5mm 0~+0.1mm P
HARE: #MTIERTHRERLRE
Rectangularity
The maximum deviation from Rectangularity related to the corresponding work sizes
KR GB/T +0.5% +0.01%~+0.03% P
Length 381022016 | N=130mm
: +2.0mm +0.2mm~+0.4mm P
ﬁ)g GB/T 0.0, +0.5% -0.05%~0 P
Width 3810.2-2016 = +2.0mm -0.3mm~0 P
RETFRE: BALGRE e
Surface flatness: The maximum deviation N>600mm <2.0mm +0.1lmm~+0.3mm P
from flatness 3810.2-2016
Z/0F SUNHIREFEKX
70 HA B R
A minimum of 95 % of the
R R GB/T .
Surface quality 3810.2-2016 tiles are to be free from 100% P

visible defects which can
impair the appearance of a
major area of tiles
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GB/T 4100-2015 (M&ER:) MR G TEMRER (E<0.5%BI1a3)
X e BR®BHE =R BRBER Hse
Clause Properties Test Method Requirements Results Verdicts
WE R
Physical properties
HAT g
Table E<0.5% 0.10% P
a1 | BESH GB/T ’ b
Water absorption 3810.3-2016 BEAMEA KT 0.6%
P : . y 0.08%~0.12% P
ercent mass fraction I[ndividual maximum 0.6%
WEE R B 4% r
Abrasion resistance GB/T Report abrasion class Class 4
FAT ST RO RS 0 T A st e -
Resistance to surface abrasion of glazed ) A B 2100 et
tiles intended for use on floors Report cycles passed
BEERN M BBAME >0.50 T Dry: P
Static coefficient of friction Annex M Individual =0.50 0.50~0.52
fh21e: R
Chemical properties
i 28 R
Resistance to chemicals
i R BE AL SR T Ak it 3 2%
Resistance to household chemicals and swimming pool salts
9 i 5 DALY 5
a) KRR ﬁfh@/&ﬁ 100g/L ety FETF GB
a) Household chemicals: Ammonium .. GA R
: 3810.13-2016 Minimum GB
chloride, 100g/L
o Eh . =F
b) %ﬁ?ﬂ({lﬂh?@. RARPER, 20mg/L. - REF GB
b) Swimming pool salts: Sodium - o GA P
. : 3810.13-2016 Minimum GB
hypochlorite solution, 20mg/L.
i (T B R AL
Resistance to low concentrations of acids and alkalis
13 Yy
0 S A s o it Tl
a) Hydrochloric acid solution, 3% (v/v) 3810.13-2016 . ;
classification
1)1 =97
b) Citric acid solution, 100g/L 3810.13-2016 ) .
classification
1)1 ==Xer 9%
©) SFULHAHIR, 30g/L Goo jﬁﬁiﬁfr?o%tﬁe GLB =
¢) Potassium hydroxide, 30g/L 3810.13-2016 ; :
classification
T e % FEE R AT ik
Resistance to high concentrations of acids and alkalis
a) 18%ELERIA R (v/v) GB/T RERKRER GHA o
a) Hydrochloric acid solution, 18% (v/v) 3810.13-2016 Test method available
b) 5 %ILERIEWI(vIv) GB/T RERRLER GHA »
b) Lactic acid, 5 % (v/v) 3810.13-2016 Test method available
c) EEMMEW, 100g/L GB/T mEREER GHB S
¢) Potassium hydroxide, l@g/L 3810.13-2016 Test method available
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& L 8F Possible test case verdicts

1. P(ass) : &% Test item does meet the requirement.

2. F(ail) : NEHE Test item does not meet the requirement.
3. —: RAAITHIRE Verdict was not carried out.

4. N/A : ANiE Test case does not apply to the test item.

*¥% k%%
R4 % & End of Test Report
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