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NAMEOFSAMPLE:  PORCELAIN TILE (POLISHED SURFACE) &5
% # B AL LT B S A R TR AT &
APPLICANT: __FOSHAN ELEMENT CERAMICS CO.,LTD N
B % H H#
DATE OF TEST: 28/06/2021 — 05/07/2021(dd/mm/yy)
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BHE Gt X
N #ﬁ;&ﬁ 1 PORCELAIN TILE Nonﬁrﬁl}ji:{ ) 600mmx*600mm
fame o sample (POLISHED SURFACE) :
RERE MR THERY
Nature of the surface Glazed (GL) Work size (Sw) 600mmx600mm>=9.7mm
= e
%5 BIa3, B4R RS FmEL B NE
Grou Group B I a, rectified tiles Description of Samples The samples are sound, intact
P ’ and fit for test.
&R [SE E0d FaNE 303k
Mark of samples ALMERA Quantity of samples 30 Pieces
I"RAEBLTHREX
HESARKL ZH DI E 158
ROOM 1502-1508.SUITE 1,WEST
BT EARGRERRAH AREA OF GREEN ISLAND PLAZA,
?fﬁl;iﬁ FOSHAN ELEMENT Ad?ﬁ‘fgﬂﬁiant NO.129JIHUA WESTERN ROAD,
APP CERAMICS CO.,LTD ress olapp NANZHUANG TOWN,CHANCHENG
DISTRICT,FOSHAN CITY,
GUANGDONG PROVINCE,
P.R.CHINA
%ﬁ{i%ﬁ. 86-13929950933 §§E${1‘£f.§ﬁ —
Telephone of applicant Fax of applicant
FEERR FFCELL FIBR BREOW Y5106/2021
Source of Samples Samples selected by applicant Received on
RBWKE ISO 13006:2018 Ceramic tiles — Definitions, classification, characteristics and marking
Test Standard Annex G Dry-pressed ceramic tiles with low water absorption E, <0,5 % GroupB I a
g TN B RSRE FRRT EKNRRE RS 1S0 13006:2018 FREF MR G KIME.

Conclusion of Test

The results conform to the requirement of Annex G of standard 1SO 13006:2018 with respect to the test
items.

% Ry %
Stamp of Test Unit

Hubt: JURE S LTTRB ST W
A (BF) SRXBPOT/N\EZR

Address : 2/F, Building 18, Lanshi
International Metal Exchange Center,
RIPABER AL | Inicrnationat Meta) Erhange Cent
Address of Test Kuiqiyi oad, Chancheng istrict,
Unit Foshan, Guangdong, China (528000)

1% (Tel): 86-757-83960558
86-757-83827991

453 (Fax): 86-757-83827971

BB (E-mail): fsiqtc@163.com

ol

Notes

1. RANCRFAFELH R0K, FEREERARE N R XETRIBEFRERIRE K TR X%
All inspections are carried out conscientiously to the best of our Knowledge and ability.
This report does not in any respect absolve the other related parties from his contractual and legal obligations.

2, REALRH VM, PAMYHBAMRE.

This report shall not be reproduced, except in full, without the prior written approval from the issuing laboratory.
3. AREMRARANRMER.

The results in this report apply to the samples only.

4. AMEFORME A A BB ALY, STRIRHA RIS,

The product information are declared by applicant, and laboratory is not responsible for the authenticity.
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Remark of applicant

PRRR LR RER L)
Product family: PORCELAIN TILE (POLISHED SURFACE)

RERHEEM

Nature of the surface:Glazed (GL)

P 5255 Group:B 1 a
£ Y R~} Nominal size (N): 600mm>600mm

A EFIFTEANRES Items in the family:

1% AB LK PIETRA GREY, 23 K7EH CLASSICAL CALACATTA, FHH CARRARA, FLfHA ROMAN
TRAVERTINO, BEHEF ¥ CREMA MARFIL, E7EH STATUARIO VENATO, A% VEIN STONE, &
&4 & 7 INFINITY STONE, MAG66840P, MA66830P, MA66820P, TIVOLI, VIENNA, HERITAGE, %
H ALMERA

EERFIFEATRESHGKR. MKk, HANME. RANREFEURROFER—EH, XAETHR
&it.

All items in the family are same in water absorption, dimensions and thickness, material, method of manufacture
and natural of surface except for the design of appearance.
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1SO 13006:2018 Ceramic tiles — Definitions, classification, characteristics and marking
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Test Method
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Requirements

RR4R
Results

HE

Verdicts

ik G
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Annex
G
Table
Gl

ReFRRE AR

Dimensions and surface quality

KERER

Length and Width

HHE KR TF TERS
DI L-F

The deviation.of the average size for
each tile ( 4 sides) from the work size

[SO10545-2:2018

£0.3%

-0.01%~+0.02%

N>15¢cm

+1.0mm

0~+0.lmm

EE

Thickness
EHnEEEEHEMANT TERS
FIRARITRE

The deviation of the average thickness of
each tile from the work size thickness

ISO10545-2:2018

+5%

-1.6%~+0.9%

N>15cm

+0.5mm

-0.2mm~+0.1lmm

HEE

Straightness of sides

A F TERTHRARHRE

The  maximum deviation from
straightness related to the corresponding
work sizes

[SO10545-2:2018

+0.3%

+0.01%~+0.02%

N>15¢m

+0.8mm

0~+0.1lmm

EAE

Rectangularity

FF TAER T B K e Vi 2

The  maximum  deviation  from
Rectangularity related to the
corresponding work sizes

1SO10545-2:2018

+0.3%

-0.07%~+0.07%

N=>15cm

+1.5mm

-0.4mm~+0.4mm

FEHVFBE: ) feirhE

Surface flatness: The maximum deviation

from flatness

a) X 1 TAE SRS 2 2y o
L5 i

a) centre curvature, related to diagonal
calculated from the work size;

1SO10545-2:2018

+0.4%

+0.02%~+0.03%

N>15cm
+1.8mm

+0.2mm~+0.3mm

P

b)Ad -l T AR ST S0P 35 i
b) edge related 0 the
corresponding work sizes;

curvature,

1SO10545-2:2018

+0.4%

-0.03%~+0.03%

P

N>15cm
+1.8mm

-0.2mm~+0.2mm

P

o) Af Tl T TAEJF i Sl xd f £kt
g

C) warpage,
calculated from the work size.

related o diagonal

1SO10545-2:2018

+0.4%

-0.04%~-0.02%

N=15¢m
+1.8mm

-0.3mm~-0.2mm

i &

Surface quality

1SO10545-2:2018

G0 1] 95%I1I 0% LT X
K W i R

A minimum of 95% of the
shall be free from
inspected

tiles
visible defects

vertically at 1.0m.

100%
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1SO 13006:2018 Ceramic tiles — Definitions, classification, characteristics and marking
&K 43 I R RBRER HiE
Clause Properties Test Method Requirements Results Verdicts
g |WEEE
%G1 Physical properties
A“g“ BAK E<0.5% 0.03% P
SR E
| REmE ISO 10545-3:2018
Table | Water absorption BAMETR AT 0.6% . .
GT | Percent mass fraction Individual maximum 0.6% | O-027~0.04% P
BABE/N . 1SO 10545-4:2019 >1300 2501 P
Breaking strength, in N
ERER/(N/mm?) S =35
Modulus of rupture, in N/mm? Minimum 35 411 P
AEFA TEMEEAE> 3000N MFRREEE | 1SO 10545-4:2019 P
Not applicable to tiles with breaking =32 45.1~50.9 p
streneth > 3000N Individual minimum 32
BEE T R 3% B
Abrasion resistance ) Report abrasion class Class 3
FF 0 I 7 R (1) I T B 1SO 10545-7:1996 " =
Resistance to surface abrasion of glazed Jhe i B 1500 _
tiles intended for use on floors Report cycles passed
. N ; FEREeE, I
: i N 3E i M TR § Nl
ML, TR . 1SO 10545-11:1994 B LT B, OEE P
Crazing resistance: glazed tiles Required .
Fully resistance
23,3
Chemical properties
(L6} 5.3
Resistance to staining
a) TR T3 4 54
ikt o 1SO 10545-14:2015 MET 3 & = P
a) Green staining agent in light oil Minimum Class 3 Class 5
b)5E T A 20175 B AMET 3 % 5%
FEEBLBCESAR, 1SO 10545-14:2015 HISTE S bl P
b) Red staining agent in light oil Minimum Class 3 Class 5
¢) 13g/L Wi AT 3 2% 5%
y 142 >
¢) lodine, 13g/L solution in alcohol 150,10545-14:2018 Minimum Class 3 Class 5 :
d) A il ACT 3 2 5 %
. . SO 10545-14:20 >
d) Olive oil l J0343<1 3 Minimum Class 3 Class § l
[GRA&d 3e1.3
Resistance to chemicals
i 5 18 A2 A FR N ik it 2
Resistance to household chemicals and swimming pool salts
a) FRALF A BACREHL 100g/1, =
a) Household chemicals: Ammonium |1SO 10545-13:2016 Minimum B A P
chloride, 100g/L.
b) Wikt ik VRN 20mg/l. FAET B
b) Swimming pool salts:  Sodium [ISO 10545-13:2016 om ¢ A P
. i Minimum B
hypochlorite solution, 20mg/L.
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ISO 13006:2018 Ceramic tiles — Definitions. classification. characteristics and marking
& i3 RWITE B/R RKEGER Hse
Clause Properties Test Method Requirements Results Verdicts
) o {71 3E i A B
M5 G | Resistance to low concentrations of acids and alkalis
%Gl ) 1285 N L P BH S 4R
Ik ;‘.‘ /T —
Annex | @) 3%““m'?”?t(\/?) . o 1SO 10545-13:2016 Manufacturer to state LA —
. a) Hydrochloric acid solution, 3% (v/v) SRS
G e classification
Table . . ) i W I 7 ) AR
Ky RRTT HY . . e
g1 | D) iR, 100g/1 1SO 10545-13:2016 | Manufacturer to state LA =
b) Citric acid solution, 100g/L o
classification
- T2 08 915 1 S R
a4 TS /L,
¢) AL, ,.30"/ : 1SO 10545-13:2016 Manufacturer to state LB —
¢) Potassium hydroxide, 30g/L. =
classification
i 163 78 JEE R AN ok
Resistance to high concentrations of acids and alkalis
a) 18%E AT (v/V) P ARE S RPN
. A . SO 10545-13:20 . —
a) Hvdrochloric acid solution, 18% (v/v) : 105 s Test method available 6h
b) 5 %FLEET H(v/v) iR SE RGP
. SO 10545-13:2016 ] } —
b) Lactic acid, 5 % (v/v) B0 515132 Test method available -
) AT 100/L AT SR AP
. ISO 10545-13:2016 ) HB —
¢) Potassium hydroxide. 100g/L R Test method available
J1iE 184 Possible test case verdicts
1. P(ass) : 544 Test item does meet the requirement.
2. F(ail): A7k Test item does not meet the requirement.
3. —: AT HSE Verdict was not carried out.
4. N/A : ANi&ER] Test case does not apply to the test item.

*hk Kk¥

4-4-#£ & End of Test Report
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